
YOUNGWOO MINERAL RESOURCES LTD.
315-2, Mokbul-dong, Chungju-Si,

Chungcheongbuk-Do, Korea

ANALYTICAL REPORT

1. BUYER :   

2. PRODUCTS : K-G325                                      3. QUANTITY : M/T  

4. LOT NO :                                               5. TEST :

PROPERTIES RESULTS REMARK

WHITENESS (%) 86.15 Minolta  CR-400

OIL ABSORPTION
(㎖/100g) 21.5 KU-2 VISCOMETER (cP)

WET SCREEN RESIDUE (%) 0.10 ON 325 MESH SIEVE

BULK DENSITY
 LOOSE  (g/ml) 0.43

ON 80 MESH SIEVE

Density Cup(100g)

MOISTURE (%) 0.23 AND MX-50

pH 8.5 Electronic pH METER32

MEDIAN SIZE (㎛) 12.2 SHIMADZU SALD-2100

I CERTIFY THE ABOVE STATEMENT  OF QUALITY TO BE AND CORRECT.
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