Al 8 &8 &/ AH

( CERTIFICATE OF ANALYSIS )

Product SUNFOL PEG-4000 Customer
Lot No. 505181291 Analysis Date 2015. 05. 20
Quantity Issued Date 2015. 05. 20

We certify that product has been analyzed and confirmed to the agreed specification.

SPECIFICATION
TEST TEST METHOD UNITS RESULT
MIN MAX
Appearance (25T) = White Flake White Flake
Color ASTM D 1209-93 APHA - 80 23
pH 1 wt% aqg sol'n = 5.5 7.5 6.53
Hydroxyl value ASTM D 4252-03 mgKOH/g 30.3 37.4 34.8
Moisture Karl-Fischer method | wt% - i 05 0.18

Authorized By : J. A. LEE

Q.C Dept. manager




