ANALYSIS REPORT

DATE
2048/03/23
b E A
2018/03/06
COMMODITY
LS~300
LOT.NO 2712 ¢8d
| 18030603 2018/09/05
J HAY 5 AA d1 | 24 @9 | 74 e | 74 A
APPEARANCR(RYE VIEW) OK
STABILITY(3000rpm/30min) OK
pH(at 26C/1min) 7.45 6.00 9.00
VISCOSITY(at 25C/1min, 30rpm/#3) 1760 Cps 1500 5500
|
NO@\J VOLATILE CONTENT 37.06 % 38.00 49.00
] .‘*' # 5} ng/kg 1.6
o A we/ke 1.7
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ANALYSIS REPORT

BATE ?
2018/04/25 :
Az
EOMMOBITY
LS-300
LOT.NO . wEZY 9=d
[ 18040501 ; 2018/10/04
l
A G M A | 4% e | 74 fe | 73 A
APPEARANCE(LLYE VIEW) OK ?
STABILITY(3000mm/30min) OK
pH(at 26C/1min) 8.26 €.00 9,00
VISCOSITY(at 25T /1min, 30rpm/43) 1920 Cps 1500 5500
NON VOLATILE CONTENT 35.93 D 35.00 39.00
1] 24 = g} mg/ke 1.6
W # g ne/kg 1.7
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