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Sample name aluminum ammonium sulphate Mode type High purity
FRE Hh A enLs FhEEN 51 FHE
Sampling location Depot Client Du Yan
Mg V= T=R
ﬁﬁi 20mt = . 500g
Batch quantity Sample quantity
T Fils
IRk =2 20335216 *E RIN
Batch No. Size Powder
e o N .
Ry BORER o &5 T
Sequence .
Item Technical need Result Note
number
R e & = PN
1 IR 99.3-100.0 99.6 o
NH4AL(SO4), % Qualified
495 PN
2 _ A 4.0 1.8 B T%
Moisture content % < Qualified
v \f’* A AN
; .J<T L 02 0.05 .:1%
Water insoluble matter % < Qualified
% B (VYD) &
4 A (L 0.002 <0.002 o
Heavy Metals AsPb % < Qualified
%}'L/\ =N I
5 S 0.001 0.0003 ok
Pb % < Qualified
ﬁ A~ EL I
6 i 0.0002 <0.0002 ik
As % < Qualified
H kR SREV/IFN
spL AN A ik
7 White crystalline White crystalline .
Appearance Qualified
powder powder

4277 H #f)(man.date):20171013

= A U (expiry date):20191012
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Conclusion

56 HG 2917-1999 brEZER, W™ b
According to the standard HG 2917-1999, the product is eligible.
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